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Molecular dynamics simulations of cascades in strained
carbide inclusions embedded in � -iron
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Department of Physics, P.O. Box 43, FI-00014 University of Helsinki, Finland

(Received 30 September 2015; accepted 16 November 2015; published online 30 November 2015)

The e� ect of strain on the amount of point defects created in Fe and Cr carbide
inclusions embedded in ferrite has been investigated. The spherical carbide inclusions
consisted of either Fe3C or Cr23C6. Recoil energies from 100 eV to 3 keV and strains
from � 0:15 (compressive) to 0:01 (tensile) were used. The overall tendency is that
the number of point defects — such as antisites, vacancy and interstitials — inside
the carbide is lowered when the strain grows more negative (compressive). Outside
the carbides, the number of defects is markedly higher for strongly compressive
strains than fore.g. zero strain, especially at high energies.C 2015 Author(s). All
article content, except where otherwise noted, is licensed under a Creative Commons
Attribution 3.0 Unported License.[http://dx.doi.org/10.1063/1.4936883]

I. INTRODUCTION

Cementite Fe3C and Cr23C6 are among the principal pure carbides that can occur in model stain-
less steels (Fe-Cr-C) based on ferrite (� -iron, body-centered cubic (BCC) crystal structure) (seee.g.
Ref. 1). Martensitic/ferritic stainless steels can be used as construction materials in nuclear applica-
tions, where they are subjected toe.g.neutron irradiation (seee.g.Refs. 2–5). Atoms knocked from
their lattice sites by energetic neutrons create cascades in the material, leading to the formation of
defects. In a metal containing carbide inclusions, there are three distinct regions where point defects
can be created: (i) inside the carbide, (ii) at the interface between carbide and metal, and (iii) in the
host metal. In order to minimize defect production one would need to minimize defect production in
all three regions. Barring any alloying of or other changes to the metal, the carbides can more easily be
manipulated — at least computationally — to achieve such a goal. One way to manipulate the carbides
would be to subject them to a non-zero strain. This is easily explored in a computational study.

In the present work, a recent semiempirical potential for the Fe-Cr-C system6 is used to explore
this idea. In the following section the technical details of the work is laid out, with results and
discussion following in Sec. III, and conclusions in Sec. IV.

II. METHODS

A. Making of initial cells

The cells of Fe3C and Cr23C6 were obtained from the density functional theory results presented
in Ref. 7. Large cells of ferrite and the carbides Fe3C and Cr23C6 — the latter ones with Cartesian
border lengths around 100 Å — were relaxed at 300 K and 0 GPa using the Berendsen thermostat
and barostat.8 For Fe the simulation cell was cubic, with a side lenght of 38a, a = 2:89 Å being the
lattice parameter. After relaxation a sphere of radius 20.5 Å was cut out to make room for a carbide
inclusion. The atom closest to to the origin (0,0,0) — with positionrFe

0 — was selected and all atoms
inside a sphere centered on this atom were removed. All molecular dynamics simulations were carried
out using the code PARCAS9–12and bond-order type interatomic potentials for Fe-Cr-C taken from
Ref. 6.

aElectronic mail: krister.henriksson@helsinki.fi
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Carbide inclusions with di� erent strains were prepared by isotropically straining the large car-
bide cells. This was done by transforming original positionsx to x0= �1 + " �x. The strain" was
varied from� 0:15 to 0:15 with di� erent increments. Spheres of radius 20 Å were extracted from
these strained carbide cells, by �rst locating the atom closest to the origin (0,0,0) — the center of
the carbide, with positionr �c�

0 — and then extracting all atoms situated inside a sphere centered on
this position. The carbide sphere was then combined with the Fe host containing the corresponding
spherical cavity, such that the carbide centerr �c�

0 coincided with the centerr �Fe�
0 of the cavity. This

guarantees that the interface region is as uniform as possible in all directions. Each complete cell —
Fe host with strained carbide inclusion — was carefully relaxed at 300 K and 0 GPa for 50 ps to
prepare them for the cascade simulations.

Upon relaxation it became evident that strains of" � 0:03 makes the carbide inclusions only
partially attach to the spherical cavity inside the Fe host. This enables the inclusion to relax to a
less strained state, leaving empty space in between carbide and host lattice, thereby rendering the
complete cell inadequate for cascade simulation. Results for these cases are therefore not presented
in this work.

B. Cascade simulations

The samples used for cascade simulations were periodic. Recoil positions were randomly
selected inside a sphere of radius 10 Å centered on the carbide inclusion. A set ofNr recoil positions
x� r �

i were generated. In order to obtain comparable results, this set of recoil positions was used for all
strain states and all recoil energies. The recoil energies varied between 100 eV and 3 keV. For each
recoil energy and strain level,Nr = 50 recoil simulations were carried out, each using a simulation
time of 50 ps. Berendsen temperature control was applied in border of thickness regions 6 Å, with a
target temperature of 300 K. No pressure control was used.

Before starting a recoil simulation, the cell was shifted in all Cartesian directions (periodic
boundary conditions were enforced) so that the initial recoil position was at the very center of the
cell. The actual recoiling atom was the metal atom (Fe or Cr) closest to this position.

Electronic stopping by Ziegleret al.,13 obtained from the ZBL96 code developed in our labora-
tory, was used on all atoms having an energy of 5 eV or more.

C. Analysis methods

A Wigner-Seitz14 (WS) cell analysis was used to �nd vacancies (empty WS cells) and inter-
stitials (WS cells containing two or more atoms) in the relaxed samples. The degree of clustering
of the defects was also analyzed. Two vacancies (or interstitials) were considered to form a cluster
if they were separated by a distancer � rc. The chosen value wasrc = 2:7 Å, which is enough to
ensure that �rst neighbor vacancies in ferrite are clustered.

The fraction of defects of a certain type (vacancy or interstitial) which are located in a cluster of
sizeN or larger is calculated as

fc� N� = *
,

MX

i =N

i � Nc�i �+
-

=Nd; (1)

whereM is the number of defects in the largest cluster,Nc�i � is the number of clusters contain-
ing i defects, andNd =

P M
i =1 i � Nc�i � is the total number of individual defects. If nothing else is

speci�ed, a value ofN = 2 was used.
Defects were also analyzed for their distance to the carbide center. For each energy and strain" ,

the radial distances for defects in all cascade simulations were collected. The subsequent histograms
displays a yield density, de�ned as

YX �r i � =
NX �r i �

Nrec � Vshell�r i �
; (2)

whereX is the defect type,r i is the radial distance to the center of shelli , NX �r i � is the number of
defects of typeX inside shelli , Nrec is the number of recoils (equals the number of cascades), and
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Vshell�r i � is the volume of the spherical shell centered on radial distancer i . In all cases a shell width
of 5 Å was used.

The strain state of the carbides after relaxation and after each cascade was calculated using the
distancesr �c�

i ;i � 1 of the C atoms to the carbide centerr �c�
0 . All distances larger than the radius 20 Å

were ignored. From the pristine cells one hasr �c�
i �before relaxation�� " � � �1 + " �r �c�

i �original�� 0�
where" is the strain applied to the original positions. From the relaxed and post-cascade cells one
hasr �c�

i �after�� " 0� � �1 + " 0�r �c�
i �original�� 0�, where" 0 can be solved for using known positions and

the strain" applied to the initial cell before any relaxation of cascade damage.

III. RESULTS AND DISCUSSION

A. Relaxed cells

Cross-sections of the cells after relaxation and a 3 keV cascade are shown in Fig. 1. The cells
containing the largest amount of vacancies were chosen for the visualization of the damage. For

FIG. 1. Cross-sections of (a,e,i,m,q,c,g,k,o,s) relaxed (�rst and third �gure column) and (b,f,j,n,r,d,h,l,p,t) damaged (second
and fourth �gure column) cells. First and second column is for Fe3C inclusions and third and fourth is for Cr23C6 inclusions.
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TABLE I. Relationship between initial strain and strain after relaxation for the carbide inclusions.

Carbide type Initial strain" Strain after relaxation" 0

Fe � 0.15 � 0.151� 0.009
Fe � 0.10 � 0.099� 0.010
Fe � 0.05 � 0.059� 0.011
Fe 0.00 � 0.015� 0.012
Fe 0.01 � 0.008� 0.013

Cr � 0.15 � 0.151� 0.005
Cr � 0.10 � 0.101� 0.005
Cr � 0.05 � 0.051� 0.007
Cr 0.00 � 0.013� 0.006
Cr 0.01 � 0.009� 0.006

the largest compressive strains, the local metal lattice is highly strained, but the carbide inclusion
maintains a high degree of crystalline order. For lower strains the inclusion can expand more. The
more positive the strain, the fewer number of atoms there is in the carbide with the spherical radius
of 20 Å. The Fe3C inclusions appear to su� er more damage than the Cr23C6 inclusions, a fact which
is veri�ed by the numerical results, which are plotted in Section III E.

As can be seen from the �gure, relaxation of carbides already creates defects in the cells.
The defects are located inside and outside the carbides as well as at the carbide-host
interfaces.

For " � 0 the number of vacancies is 300� 400. Between" = � 0:15 and" = � 0:05 the num-
berNV of vacancies scales linearly with the strain, withNV � " = � 0:15� � 2500 andNV � " = � 0:05�
� 400. The number of interstitials equals the number of vacancies. The peak of the distributions
for vacancies move outward from 10 Å to 15 Å with increasing strain, going from" = � 0:15 to
" = 0:01. The peak of the distributions for interstitials move outward from 25 Å to 20 Å with
increasing strain.

The strain states of the carbides in the relaxed cells are shown in Table I. The results show that
the strain does not change very much in the case of compressive strains. The tensile strains, on the
other hand, decreases and become more compressive.

B. Strain in damaged carbide inclusions

The strain states of the carbides in the post-cascade cells are shown in Table II. The results
show that the strain is similar to the pre-cascade strain, shown in Table I.

TABLE II. Relationship between initial strain and strain after cascade formation for the carbide inclusions. The uncertainties
are of order. 10� 4 and therefore not shown.

Carbide type Initial strain" Strain after cascades" 0

Fe � 0.15 � 0.152
Fe � 0.10 � 0.100
Fe � 0.05 � 0.060
Fe 0.00 � 0.017
Fe 0.01 � 0.009

Cr � 0.15 � 0.152
Cr � 0.10 � 0.099
Cr � 0.05 � 0.051
Cr 0.00 � 0.013
Cr 0.01 � 0.006
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C. Cascade size

The size of the cascade occurring in the simulations can be determined bye.g.inspecting the
time evolution of the defects and the size of the region in which they form. With the primary
knock-on atom known, the radial distance of defects to this initial cascade center can be calculated.
With approximate spherical symmetry, the cascade size can be estimated as spherical with a radius
given by the average radial distance of defects to the initial cascade center.

This method relies on the existence of a single cascade, not multiple cascades. The latter
requires higher energies than used in the present studies, so this complication does not arise. The
occurrence ofe.g.long replacement collisions extending beyond the primary cascade region would
also render the present method of determining cascade sizes less than useful. However, visual
inspection of the analyzed runs shows that no such phenomena occurred.

The maximum anbd average radial distances of vacancies and interstitials from the initial
cascade center are shown in Fig. 2(a)-2(b) and 2(c)-2(d), respectively. Maximum distances are about
40 Å (for interstitials) or less, and these occur inside 1 ps after initiation of cascade. At the end of
the runs the maximum distance is about 30 Å (for interstitials) or less. The average radial distance
at the end of the runs is 25 Å (for interstitials) or less, with local maxima below this value occurring
inside 1 ps after initiation of cascade. The stabilized values at the end of the runs mostly follow the
strain: the largest compressive strain shows the largest average distance, and the most tensile strain
show the smallest average distance. With the radius of the inclusions being 20 Å, this indicates that
the bulk of the cascades is mostly inside the inclusions, but they do reach beyond the interface and
in to the host matrix.

D. Antisites

The numberNAS of antisites formed in the cascades is shown in Fig. 3. TheMAS increases with
energy for all strains" . In general," < 0 produce less antisites than" � 0.

FIG. 2. Maximum (a)-(b) and average (c)-(d) radial distance of defects from cascade center as a function of time for the case
of 3 keV cascade in a Cr23C6 inclusion. The run producing the larget amount of defects for a given strain was selected for
that strain.
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FIG. 3. (a)-(b): Number of antisites as a function of recoil energy.

The radial distributions of antisites are shown in Fig. 4 for Fe3C. For recoil energies above
300 eV (inclusive)" � 0 have clearly de�ned peaks between 10 and 20 Å. In other words, already
small energies are enough to cause species exchanges for relatively weakly strained carbides, with
the changes limited to inside the carbides. Clear peaks for all of the cases" < 0 only appear at the
highest energy 3 keV. For highly strained carbides species exchanges preferably stay close to the
carbide center at low and moderate energies. At higher energies, e� ects are increasingly present at
the carbide-host interface and outside the carbide. This might simply be caused by the higher energy
deposition working in conjunction with strain-release, e� ectively mixing up the interface.

E. Vacancies and interstitials

The number of vacancies produced in the cascades is displayed in Fig. 5. The number of
vacancies increases with energy for all strain levels" . At intermediate energies the smallest strains
" � 0 tend to produce the largest numbers of defects. At the lowest and highest energies, the highest
compression" = � 0:15 produces the most defects for both carbides.

The radial distributions of vacancies and interstitials in the case of Fe3C are shown in Fig. 6 and
Fig. 7, respectively. The results for Cr23C6 are similar and are hence not shown.

The vacancy distributions for all" decrease with increasing radial distance for energies below
1 keV, indicating that vacancy defects are mainly inside the carbides at these energies, and close to
the core. At the two highest energies of 1 and 3 keV peaks start to appear between 10 and 20 Å,
and in the case of" < 0 the location of the peaks are close to or at the carbide-host interface,

FIG. 4. Radial distribution of antisites for Fe3 C, for (a) 100 eV, (b) 300 eV, (c) 500 eV, (d) 1 keV, and (e) 3 keV.
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FIG. 5. (a)-(b): Number of vacancies as a function of recoil energy. Notice the di� erent scales of the ordinates for the carbide
types. (c)-(d): Ratio of vacancies as a function of recoil energy. The number of interstitials equals the number of vacancies.

with signi�cant contributions also atr > 20 Å, i.e. outside the carbides. In other words, increasing
energies puts the majority of vacancies (and interstitials, see below) further out from the core of the
carbides, and increases their presence outside the carbide, in the strained bulk region. In addition,
the higher the compression, the more signi�cant the contribution,e.g.for " = � 0:15 the distribution
of vacancies (and interstitials) survives further out and is more signi�cant than fore.g." = � 0:10. In
comparison, for" � 0 there are no signi�cant contributions in this region. This indicates that high
carbide compression — and high energy — is needed to produce vacancies (and interstitials) also
outside the carbides, in the surrounding host lattice.

FIG. 6. Radial distribution of vacancies for Fe3C, for (a) 100 eV, (b) 300 eV, (c) 500 eV, (d) 1 keV, and (e) 3 keV.
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FIG. 7. Radial distribution of interstitials for Fe3C, for (a) 100 eV, (b) 300 eV, (c) 500 eV, (d) 1 keV, and (e) 3 keV.

For interstitials and" � 0 the peaks start to appear already at 300 eV, located between 10 and
20 Å. Comparing with vacancies, it can be seen that the peaks are further out than for vacancies,
at energies up to 500 eV, inclusive. This indicates vacancies are produced further in and interstitials
further out (following normal cascade dynamics15), the separating the separating ”interface” moving
outwards with increasing energy. For the highest energies the distributions are more overlapping.

For " < 0 the vacancy peaks begin to appear weakly at 1 keV but are strongest at 3 keV, where
they are located around 20 Å and further out. At the highest energy the situation for interstitials is
very similar to that for vacancies, except that vacancies have a larger distribution than interstitials
close to the center of the carbides. Comparing vacancies and interstitials at each energy, it can be
seen that vacancy distributions are generally larger than those for interstitials at distances close to
the carbide center,i.e.where the recoils are mostly started.

One consistent result for the point defects is that for" = � 0:15 a relatively large amount is
produced at the lowest and/or highest recoil energies. The next highest compression" = � 0:10 and
the other strains do not show this behavior. Comparing Fig. 6(a) and Fig. 7(a), it can be seen that
for " = � 0:15 the defect distributions are more signi�cant than for the other" < 0 at r � 20 Å
(this is best seen for interstitials, Fig. 7(a)). This indicates that a signi�cant defect contribution is
coming from the highly strained bulk region within� 5 � 10 Å of the interface. To verify this,
animations were made of the cascades which create the largest number of vacancies or interstitials,
for " = � 0:15 and for all energies investigated. Visual inspection of the animations for energies
300 eV to 3 keV clearly shows relaxation of some parts the strained host lattice, with crystalline or-
der returning to regions previously under strain. At 100 eV this is not clearly visible. Alternatively,
a zoom-in of the radial defect densities in Fig. 6(a) and Fig. 7(a), presented in Fig. 8(a) and 8(b),
respectively, veri�es that a large portion of the defects should nevertheless be in the highly strained
part of the host lattice. However, it should be noted that" = � 0:15 does not always produce the
largest numbers of defects. At intermediate energies, the defect numbers decrease when the strain
goes from positive to more negative values. This indicates that the strain-release contribution to the
defect numbers works in conjunction with the traditional damage production — inside or at the
interface of the carbide — from the primary recoil itself. In this case annealing due to local melting
of the carbide also makes a contribution to the defect numbers.

In summary, the reason for the ”anomalously” high defect numbers for" = � 0:15, especially at
low and high energies, must therefore be directly related to the existence of the highly strained host
lattice, which is able to partially relax during a cascade event. The WS analysis code, which takes the
undamaged highly strained lattice as a reference when looking for defects, will by necessity then �nd
defects in or close to regions which have experienced large enough relaxations. It should be noted that
the absolute number of defects is smaller in Cr23C6, see Fig. 5(b), but similar ”anomalous” behavior
is seen for" = � 0:15, part (d) of the �gure. The explanations are similar as to the case for Fe3C.
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FIG. 8. Radial distribution of (a) vacancies and (b) interstitials for Fe3C at 100 eV, partial enlargened plot based on data in
Fig. 6(a) and Fig. 7(a).

F. Clustering of vacancies and interstitials

The fraction of vacancies and interstitials in clusters is shown in Fig. 9. The following obser-
vations can be made: (i) The clustering fraction increases with energy, but always stays below
0:7 � 0:8. (ii) For a given energy and strain, the clustering fraction of interstitials is generally lower
than that for vacancies for both Fe and Cr. The only exception is 100 eV and" = 0, where the order
is reversed, but the absolute values are separated by� 8 %. (iii) For a given defect type (vacancy
or interstitial), energy and strain, the clustering fraction is generally smaller for Cr carbides than
for Fe carbides. The only exception is 100 eV and" = � 0:10 and" = � 0:05, where the order is
reversed, but the absolute values are separated by� 13 %. (iv) For both carbides, negative strains
(compression)" < 0 in most cases produce lower clustering fractions than positive strains (ten-
sion) " > 0. (v) The most negative strain" = � 0:15 produces the lowest clustering fraction for all
energies except the lowest and sometimes the highest ones. This holds for both carbides.

FIG. 9. Clustering fractions of (a-b) vacancies and (c-d) interstitials as a function of recoil energy.
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IV. CONCLUSIONS

Molecular dynamics simulations of bulk cascades have been carried out for strained Fe3C
and Cr23C6 carbide inclusions embedded into ferrite. The number of point defects, such as an-
tisites, vacancies, and interstitials, their clustering fraction, as well as radial distributions, have
been calculated. The number of defects as well as the clustering fraction increases with energy. At
intermediate energies the number of defects decreases when the strain" is decreased towards high
compressions. At lowest and highest energies the highest compression," = � 0:15, tend to produce
the largest amount of defects. Two types of defect production mechanisms seem to be involved:
relaxation of the high-strain �eld in the host lattice closest to the carbide, and damage created by the
cascade itself — primarily located inside or at the interface of the carbide (at higher energies).
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